El A364. 53

ADOPTI ON NOTI CE

El A364.53, "Nitric Acid Vapor Test, Gold Finish Test Procedure
for Electrical Connectors and Sockets", was adopted on 29-JUN- 01
for use by the Departnent of Defense (DoD). Proposed changes

by DoD activities nust be submtted to the DoD Adopting Activity:
Def ense Supply Center Col unmbus, P.O Box 3990, Attn: DSCC- VA
Col unbus, OH 43216-5000. Copies of this docunment may be
purchased fromthe Electronic Industries Alliance, Engineering
Departnent, 2500 W/ son Boul evard, Arlington, VA 22201.
http://ww. eia.org

El A364. 53 shoul d be used i nstead of M L-STD- 1344, nethod 1017.

Cust odi ans: Adopting Activity:

Army - CR DLA - CC

Navy - AS (Project 5935-4312-006)
Air Force - 11

DLA - CC

Revi ewer Activities:
Arnmy - AV, M

FSC 5935

DI STRI BUTI ON STATEMENT A: Approved for public release; distribution
is unlimted.
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